FRIEDMAN & BRUYA, INC.
ENVIRONMENTAL CHEMISTS

Date df Report: Mzirch 19, 1993
Date Received: March 12, 1993
Project: 7238, Tank Quality, PO# M28056

RESULTS FROM THE ANALYSIS OF ACID SAMPLES

FOR % ACID AS HNOg

 Sample# . %Acidas HNO3
M28056A : : : 4.6%
M28056B B 2.7%
Quality Assurance . :
Blank | ‘ | <0.1%
M28056A k ‘ ‘ R ;

~ (Duplicate) ‘ 4.3%

AKC-0013697



FRIEDMAN & BRUYA, INC.
ENVIRONMENTAL CHEMISTS

Date of Report: March 19, 1993
Date Received: March 12, 1993
Project: 7238, Tank Quality, PO# M28056

RESULTS FROM THE ANALYSIS OF THE CAUSTIC SAMPLE
FOR % HYDROXIDE AS NaOH

Sample # | ; : % Hydroxide as NaOH
M28056C | : 0.96%
Quali‘tv Assufance

Blank ‘ : <0.01%
M28056C

(Duplicate) : 0.88%

AKC-0013698



PRIEDNMAN & BRUYA, INC.

3008-B 16th Avenue Wes
Scattle, WA 98119

i

SAMPLE CHAIN OF CUSTODY

' Send Report To: N g . 7
Company SkAN G’Dom Mgdg’j Cantact é)i 428 l'i- / AOM"D;OA/
Address Arnyeoed, ST 1
City, State, Zip,_SeAr LA GEISY N
Phone #_L 20 L2l Soued xes Date .S//Z/Q;}
SITE NO. PROJECT NAME PURCHASE ORDER #
4#23% TAVE Dueldy M 25056

SAMPLERS (signature)

PROJECT LOCATION

“

A

Beoo 6™ Ave.

REMARKS

SAMPLE DISPOSAL INFORM,

_S"kﬁ\

G/” ’ﬂ\@ Orﬁrkt (é« ’D{LOA‘UL'#

§oclosed i's A Cepy
uz/& =

g
Rewurn Samples
Q) Call for Instructions

ispose after 30 days

SAMPLE # Date/Time Type of # of Lab Analyses

Sampled Samplc Jars Sample # Requested

m 28056 A Yales NS an | Re [ 132)383 B o Aed

M 28056 B Hefoy 1S G08 | 1 Rejay | B oF ded

m 2805¢C. Y fos LS N [ l2g/257 Z, ﬂf?@(f&w?&, s NaGi

S;QNAI URE PRINT NAME COMPANY Date Time
K ‘
76’6(:,/&, 7204?,9‘» A /A )4/4,\) Cﬁ?@m /Z—/ 93 IZ,SOP’I

Mari 2 Herin 0L 3((2 [0 s

Relinquished by:

Reecived by

AKC-0013699




FRIEDMAN & BRUYA, INC.
ENVIRONMENTAL CHEMISTS

Andrew John Friedman S 3008-B 16th Avenue West

- James E. Bruya, Ph.D. ; ; ~ Seattle, WA 98119
(206) 285-8282 |  FAX: (206) 283-5044

DUPLICATE COPY
X ~ March 19, 1993

INVOICE # 93ACU0319-1

Alaskan Copper Works
628 South Hanford
Seattle, WA 98134

RE: Pi'oject 7238, Tank Quality, PO# M28056: Results of testing requested by
Gerald Thompson, Project Leader and submitted on March 12, 1993.

2 acid samples analyied for

% Acid as HNO3 | | ~ ;

@ $25 per sample | ~ : ;i $ 50.00
1 caustic sample analyzed for

% Hydroxide as NaOH ; : ; ;

@ $25 per sample ; : 25.00
Amount DUE .....oovoveeeeeieoeeeeoeeeeiereeens ceasaeresisesiensniaa s ‘$ 75.00

AKC-0013700



FRIEDMAN & BRUYA, INC.
ENVIRONMENTAL CHEMISTS

Andrew John Friedman 3008-B 16th Avenue West
James E. Bruya, Ph.D. = ' ‘ ; Seattle, WA 98119
(206) 285-8282 - ‘ FAX: (206) 283-5044

March 19, 1993

Gerald Thompson, Project Leader
Alaskan Copper Works

628 South Hanford

Seattle, WA 98134

Dear Mr. Thompson

Enclosed are the results from the testing of matenal submltted on March 12, 1993
from Project 7238, Tank Quahty, PO# M28056

We appreciate this opportunity to be of service to you and hope you Wﬂl call if you
should have any questions.

Sincerely,

Mark Z Peﬁ%
Chemist
MZP/sao

Enclosures

AKC-0013701



